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Introduction 

Flash pyrolysis of coal is a promising process for producing 
chemicals such as benzene, toluene and xylene (BTX). But, the yield 
of liquid products including BTX (tar) is limited because of low 
hydrogen to carbon ratio in coal. It is necessary to supply hydrogen 
to coal efficiently for increasing the tar yield. Hydropyrolysis is 
one of the means to supply hydrogen to coal. This is, however, 
realized under only severe reaction conditions: high hydrogen 
pressure, high temperature and long residence time. 

Recently, several attempts have been fag7 to supply atyfic hydrogen 
or radicals from super critical steam ' or solvents to coal. 
This paper presents a new efficient method for increasing both the 
conversion and the tar yield in which the coal swollen by solvents 
was pyrolyzed in a flash mode in an inert and a hydrogen atmospheres. 
We will show drastic increase of coal conversion and tar yield are 
brought about by a physical effect and effective hydrogen transfer 
from/via tetralin. 

Experimental 

Sample Preparation 

A Japanese coal, Taiheiyo coal, was used as a raw coal. Its 
properties are given in Table 1. The coal was ground and the 
particles less than 7 4  urn were used. The coal was dried in vacuo at 
110 "C for 1 h before use. 

The coal particles were mixed with tetralin by the ratio of 10 to 6 
by weight, then heated to the temperatures between 25 and 350 OC 
under the 1 MPa of nitrogen. By this treatment coal particles were 
swollen, and tetralin was retained in the coal matrix. This sample 
is abbreviated to tetralin treated coal (TTC). 

The tetralin treated coal was degassed at 7 0  ' C  in vacuo for 1 h to 
completely remove the retained tetralin (vacuum dried coal; VDC). 
When the swelling is irreversible, swollen but tetralin free coal is 
obtained. This sample was pyrolyzed to examine the physical effect of 
swelling on the pyrolysis. Several partially degassed samples were 
also prepared to examine the effect of the amount of tetralin 
retained on the pyrolysis. 

Char produced under a high temperature pyrolysis of Taiheiyo coal, 
this is not pyrolyzed further, was also treated by tetralin in the 
same manner as was employed to prepare TTC. This sample was pyrolyzed 



to obtain the yield of each component from tetralin. This result was 
utilized to estimate the contribution of pyrolysis of tetralin on the 
product yields from TTC. Thus, four kind of samples were prepared 
from the Taiheiyo coal. 

Flash pyrolysis of samples 
Samples prepared above were pyrolyzed in an inert and high-pressure 
hydrogen atmospheres. Pyrolysis in the inert gas of atmospheric 
pressure was performed using a Curie-point pyrolyzer (Japan 
Analytical Ind., JHP-2s). About 2 mg of sample were wrapped in a 
ferromagnetic foil, and heated up to a temperature between 650 to 
9 2 0  'C at the rate of 3000 "C/s by induction heating coil to be 
pyrolyzed rapidly. The products were immediately cooled down by the 
inert gas of high flow rate. Then, the tar was trapped completely by 
the silica wool placed just below the foil. The inorganic gases 
and hydrocarbon gases were led to gas chromatograph and analyzed. 
On the other hand, the pyrolysis under high pressure was performed 
using a specially designed Curie-point pyrolyzer. This reactor 
consisted of high pressure vessel and a quartz reactor as shown in 
Fig. 1. This was designed to keep the inner and outer pressure of 
the reactor same. About 5 mg of sample were pyrolyzed at 764 "C 
under 0.1 to 7.5 MPa of hydrogen. Produced tar was again trapped by 
the silica wool, but producted gases were collected in a gas holder 
once. Then a part of gas was introduced to a gas chromatogragh to be 
analyzed. The column used was Porapak Q. The yields of char and tar 
were measured from the weight changes of the foil and the reactor. 
The same experiment was performed several times to check the 
reproducibility of experiment. 

Analysis of structure change of coal by swelling 
The swelling ratio, elemental composition, the pore volume and the 
surface area were measured to examine the change of coal structure 
by swelling. The swelling ratio of tetralin-treated coal was measured 
by volumetric method ' ) .  The pore volume and surface area of raw 
coal and TTC were calculated from the adsorption isotherm of C02 
measured at 0 'C. Furthermore, to estimate the interaction between 
coal surface and tetralin, the thermal desorption curve of tetralin 
from the TTC was measured under the heating rate of 5 OC/min using 
a thermobalance (Shimazu Co. Ltd., TGA 50). 

RESULTS AND DISCUSSION ~- 
-- Effect Of pretreatment temperature 0" product distribution 

Figure 2 shows the change of swelling ratio of TTC and VDC against 
swelling temperature. Taiheiyo coal began to swell by tetralin at 
70 OC. and the swelling ratio reached 1.34 at above 170 OC. Taiheiyo 
coal swollen at below 100 OC shrank reversibly to its original state 
by vacuum drying, but the coal swollen at above 100 "C did not shrink 
completely, and the swelling at 250 'C was almost irreversible. At 
250 OC. the s(jy+ structure was expected to change as mentioned in 
earlier Works . The micropore volume and the internal surface area 
of VDC of coa.1 swollen at 250  O C  were larger than those of raw coal 
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as shown i n  Tab le  2. 

F i g u r e  3 shows t h e  cu rves  of t h e  the rma l  d e s o r p t i o n  o f  t e t r a l i n  f rom 
TTC. S i n c e  t e t r a l i n  deso rbs  a t  h i g h e r  t empera tu res  from t h e  c o a l  
t r e a t e d  above 100 'C as compared w i t h  t h a t  t r e a t e d  a t  25 'C ,  the  
i n t e r a c t i o n  between c o a l  and t e t r a l i n  i s  s t r o n g e r  f o r  t h e  c o a l s  
t r e a t e d  above 100 "C.  Coals  t r e a t e d  by t e t r a l i n  a t  s e v e r a l  
t e m p e r a t u r e s  w e r e  pyro lyzed  a t  7 6 4  'C under  0 . 1  MPa o f  He. The 
p roduc t  y i e l d  o f  each  component o f  t r e a t e d  c o a l ,  Y . ,  w a s  r e p r e s e n t e d  
based  on da f  coal exc lud ing  t h e  y i e l d  from *he p y r o l y s i s  of 
t e t r a l i n .  The y i e l d ,  Y i ,  i s  d e f i n e d  by 

Yi={ ( Y i e l d  from TTC)-w(Yie1d from s o l v e n t )  ) /  ( 1 - w )  (1) 

where w i s  t h e  weight  f r a c t i o n  o f  t e t r a l i n  i n  TTC. 

F i g u r e  4 shows t h e  tar  y i e l d  a g a i n s t  t h e  s w e l l i n g  t empera tu re .  The  
t a r  y i e l d  w a s  same a s  t h a t  of r a w  c o a l  a t  t h e  s w e l l i n g  t empera tu re  o f  
25 OC, b u t  it reached  abou t  1 . 5  t i m e s  l a r g e r  t h a n  t h a t  o f  r a w  c o a l  at  
1 0 0  t o  250 OC. T h i s  r e s u l t  and F i g u r e  3 show o n l y  t h e  t e t r a l i n  
r e t a i n e d  s t r o n g l y  by c o a l  i s  e f f e c t i v e  t o  i n c r e a s e  t h e  t a r  y i e l d .  

The t a r  y i e l d  dec reased  a t  t h e  s w e l l i n g  t empera tu re  of 350 O C ,  
because  t h e  c o a l  was a lmost  decomposed d u r i n g  t h e  t r e a t m e n t  a t  t h i s  
t empera tu re .  From above r e s u l t s ,  t h e  s w e l l i n g  t empera tu re  was d e c i d e d  
t o  be 250 OC. 

E f f e c t  o f  t h e  amount o f  t e t r a l i n  i n  t h e  c o a l  

The e f f e c t  o f  t h e  amount o f  t e t r a l i n  r e t a i n e d  i n  t h e  c o a l  on  t h e  t a r  
y i e l d  w a s  examined a t  t h e  p y r o l y s i s  t empera tu re  o f  7 6 4  OC. The amount 
o f  t e t r a l i n  w a s  v a r i e d  by changing  t h e  vacuum d r y i n g  t i m e  o f  TTC 
p repa red  a t  250 'C- F i g u r e  5 shows t h e  tar  y i e l d  d u r i n g  t h e  f l a s h  
p y r o l y s i s  a g a i n s t  t h e  amount o f  t e t r a l i n  r e t a i n e d  i n  t h e  c o a l .  The  
sample o f  z e r o  t e t r a l i n  c o n t e n t  was comple t e ly  d r i e d  one ( V D C ) .  Even 
a trace o f  t e t r a l i n  w a s  n o t  d e t e c t e d  i n  t h i s  sample,  j udg ing  from t h e  
mass b a l a n c e  d u r i n g  t h e  vacuum d r y i n g  and t h e  FTIR measurements.  
S i n c e  t h e  VDC i s  s t i l l  swol len  by 30  %, t h i s  c o a l  h a s  much larger 
pore  volume t h a n  t h e  raw c o a l .  The t a r  y i e l d  o f  t h e  VDC was a b o u t  
4 w t . %  larger t h a n  t h a t  of raw coal. T h i s  means t h a t  t h e  p o r e  
en la rgemen t  by  s w e l l i n g  i n c r e a s e s  t h e  t a r  y i e l d .  Th i s  i s  j u s t  a 
p h y s i c a l  e f f e c t .  On t h e  o t h e r  hand, t h e  g r a d u a l  i n c r e a s e  o f  t h e  t a r  
y i e l d  w i t h  t h e  i n c r e a s e  o f  t e t r a l i n  c o n t e n t  i s  t h e  chemica l  e f f e c t  
produced by t e t r a l i n .  These are d i s c u s s e d  i n  more d e t a i l  i n  r e l a t i o n  
t o  t h e  y i e l d s  o f  t h e  o t h e r  p r o d u c t s  i n  t h e  n e x t  s e c t i o n .  The t a r  
y i e l d  of t h e  c o a l  t r e a t e d  a t  25 "C i s  a lmos t  same as t h a t  of r a w  
c o a l  a s  stated ear l ie r .  

F l a s h  P y r o l y s i s  i n  an I n e r t  Atmosphere 

F i g u r e  6 shows t h e  c h a r  y i e l d s  of TTC, VDC and raw c o a l  a g a i n s t  t h e  
p y r o l y s i s  t e m p e r a t u r e .  The c h a r  y i e l d  o f  TTC i s  lower t h a n  t h a t  o f  
raw c o a l  a t  a l l  t h e  t empera tu re  by 4 t o  1 0  w t . % .  The c h a r  y i e l d  o f  
VDC i s  a l s o  4 w t . %  lower t h a n  t h a t  o f  r a w  c o a l .  These r e s u l t s  show t h e  
s w e l l i n g  of c o a l  by t e t r a l i n  is  e f f e c t i v e  t o  i n c r e a s e  t h e  c o n v e r s i o n  
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of coal int gas and liquid. This effect wa 
pore enlargement and the tetralin retained 
stated earlier. 

brought about from the 
;trongly in the coal as 

Figure 7 shows the tar yield. The tar yield of TTC increased 
drastically up to 30 wt.% daf at the pyrolysis temperature of 764 'C, 
which was 1.5 times larger than that of raw coal. This indicates the 
effectiveness of the proposed method for increasing the liquid 
product. The tar yield of TTC at 920 OC, however, was almost equal to 
that of raw coal. The trend of tar yield of TTC with the temperature 
is similar to that of the H2 yield from the pyrolysis of tetralin. 
On the other hand, the tar yield of vacuum dried coal increased by 
4 wt.% irrespective of pyrolysis temperature, as compared with that 
of raw coal. Figures 8 and 9 show the yields of other products. The 
inorganic gas (IOG) yield was nearly equal between three samples. The 
hydrocarbon gas (HCG) yield and the total yields of benzene, toluene 
and xylene (BTX) were nearly equal at the temperatures lower than 
764 OC. These yields of TTC at 920 OC, however, were larger than 
those of the other two samples. The H2 yield of TTC was smaller than 
that of raw coal at temperatures lower than 800 "C, but exceeded that 
of raw coal at 920 OC. The H2 yield of VDC was almost same as that 
of raw coal at all temperatures. 

The physical effect and the effect of hydrogen donability of tetralin 
are summarized from above results as follows: The increase of 
micropore caused by tetralin pretreatment facilitated the escape of 
the tar vapor, which would be stabilized as char, from coal 
particles. Then the tar yield of VDC was increased at all the 
temperatures. On the other hand, the effect of hydrogen donability 
from the tetralin to coal depends on the pyrolysis temperature. 

The conversion of coal to volatile matter is expected to increase 
when hydrogen atom is supplied timingly to the reactive fragments of 
coal which would be stabilized as char without hydrogen supply. At 
both 670  and 764  OC, the char yield of TTC was smaller than that of 
VDC. So, hydrogen atom was effectively transferred from tetralin to 
the coal fragments at these temperatures. This is substantiated by 
the small H yield and large tar yield of TTC at these temperatures. 
This indicgtes that the rates of the dehydrogenation of tetralin and 
the formation of coal fragments matched well at these temperatures. 
Then the mechanism of the pyrolysis of TTC is schematically 
represented as given in Fig. 10. 

On the other hand, the char yield of TTC was almost same as that of 
VDC at 920 "C. So, tetralin did not contribute to increase the 
conversion of coal at this temperature, but contributed to increase 
the yields of light hydrocarbons as shown in Fig. 8. This was 
supposed to be brought about by the radicals produced by the 
decomposition reaction of tetralin, which was prevailing over the 
hydrogenation reaction at this temperature. The radicals were very 
reactive. and decomposed primary pyrolysis products of coal, though 
the reaction mechanism is not clear now. 

Pyrolysis hydrogen atmospheres 
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I t  f l a s h  
p y r o l y s i s  d e c r e a s e s  w i t h  i n c r e a s i n g  hydrogen p r e s s u r e  . T h i s  i s  
s a i d  t o  be because  t h e  escape  of  t a r  vapor  from c o a l  p a r t i c l e s  i s  
suppressed  under  p r e s s u r i z e d  c o n d i t i o n s .  The f l a s h  h y d r o p y r o l y s i s  of 
TTC, however, i s ,  a s  i t  were, l i q u e f a c t i o n  w i t h i n  t h e  pore  s p a c e .  
T h e r e f o r e ,  t h e  i n c r e a s e  o f  t a r  y i e l d  i s  e x p e c t e d  under  p r e s s u r i z e d  
hydrogen. 

F i g u r e  11 shows t h e  hydrogen p r e s s u r e  dependency of  t h e  c h a r  y i e l d s  
o f  TTC, VDC and r a w  c o a l  a t  t h e  p y r o l y s i s  t e m p e r a t u r e  o f  7 6 4  O C .  T h e  
char  y i e l d  of  VDC was s m a l l e r  t h a n  t h a t  of  r a w  c o a l  by 2 t o  4 w t . % .  
T h i s  was c o n s i d e r e d  t o  b e  brought  about  by t h e  pore  en largement .  T h e  
c h a r  y i e l d  of  TTC w a s  smaller t h a n  t h a t  o f  VDC and tended  t o  d e c r e a s e  
w i t h  i n c r e a s i n g  hydrogen p r e s s u r e .  T h i s  means t h a t  t h e  t e t r a l i n  
t r e a t m e n t  i s  more e f f e c t i v e  f o r  t h e  p y r o l y s i s  i n  h i g h  p r e s s u r e  
hydrogen. T h i s  i s  because m o l e c u l a r  hydrogen i s  e x p e c t e d  t o  be 
t r a n s f e r r e d  t o  t h e  r e a c t i v e  c o a l  f ragments  v i a  t e t r a l i n  a s  i s  
t r a n s f e r r e d  i n  c o a l  l i q u e f a c t i o n .  The c h a r  y i e l d s  o f  b o t h  VDC and  
r a w  c o a l  d i d  n o t  @f6ease w i t h  i n c r e a s i n g  hydrogen p r e s s u r e  c o n t r a r y  
t o  p r e v i o u s  works . W e  examined t h e  e f f e c t  o f  hydrogen f low r a t e  
on t h e  c h a r  y i e l d ,  and found t h a t  t h e  c h a r  y i e l d  i n c r e a s e s  
s i g n i f i c a n t l y  w i t h  i n c r e a s i n g  p r e s s u r e  under  l o w  hydrogen f low r a t e  
as r e p o r t e d  p r e v i o u s l y .  The i n c r e a s e  o f  c h a r  y i e l d  was s u p p r e s s e d  
wi th  i n c r e a s i n g  hydrogen f low rate .  So, our  exper iments  were a l l  
performed under  h i g h  hydrogen f low r a t e .  T h i s  i s  t h e  r e a s o n  t h a t  o u r  
c h a r  y i e l d  d i d  n o t  d e c r e a s e  w i t h  i n c r e a s i n g  hydrogen p r e s s u r e .  

h a s  been r e p o r t e d  t h a t  t h e  y i e l d  of v o l a t i l e  mattes-quf-ing 

, F i g u r e  1 2  shows t h e  t a r  y i e l d s  c o r r e s p o n d i n g  t o  F i g .  11. The t a r  
y i e l d  o f  TTC i n c r e a s e d  w i t h  t h e  i n c r e a s e  of hydrogen p r e s s u r e ,  a n d  
reached  up t o  3 8  w t . %  a t  5 MPa,  which w a s  1 .8  t i m e s  l a r g e r  t h a n  t h a t  
of  r a w  c o a l .  T h i s  c l e a r l y  shows t h a t  proposed method i s  e f f e c t i v e  f o r  
i n c r e a s i n g  t h e  t a r  y i e l d  as w e l l  a s  t h e  c o a l  c o n v e r s i o n ,  e s p e c i a l l y  
i n  h igh  p r e s s u r e  hydrogen a tmospheres .  Both t a r  y i e l d s  of VDC and r a w  
c o a l  d e c r e a s e d  w i t h  i n c r e a s i n g  hydrogen p r e s s u r e .  T h i s  was due t o  t h e  
decomposi t ion  o f  t a r  t o  l i g h t e r  hydrocarbons  u n d e r .  h igh  hydrogen 
p r e s s u r e .  

CONCLUSION 

A n o v e l  f l a s h  p y r o l y s i s  method o f  c o a l  was developed f o r  
d r a s t i c a l l y  i n c r e a s i n g  t h e  t a r  y i e l d ,  i n  which t h e  c o a l  swol len  by 
s o l v e n t s  was pyro lyzed  i n  a f l a s h  mode. The t a r  y i e l d  w a s  i n c r e a s e d  
by t h e  f a c t o r  o f  1 . 5  f o r  t h e  f l a s h  p y r o l y s i s ,  and by t h e  f a c t o r  o f  
1 .8  f o r  t h e  f l a s h  h y d r o p y r o l y s i s .  The i n c r e a s e  of  t a r  y i e l d  i s  
brought  a b o u t  by t h e  p o r e  en largement  caused  by s w e l l i n g  and by t h e  
e f f e c t i v e  hydrogen t r a n s f e r  f r o m / v i a  t e t r a l i n .  
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Table 1 Properties of Coal 

Proximate Analysis (wt%) Elemental Analysis (wt% daf) 
FC VM ASH C H N  s+o 

Raw coal 43.2 45.8 11.0 74.5 6.0 1.3 18.20 
Treated coal - - 11.0 72.7 5.9 1.5 19.90 

Table 2 Chanae of Pore Volume and Surface Area durina Swellina 

Coal Solvent Temp. ( " C )  Pore Volume SurfaSe Area 
(cc/g) (m / g )  

Taiheiyo Raw - 0.039 
Tetralin 100 0.039 

170 0.040 
250 0.061 

108.2 
102.4 
102.5 
152.9 
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Fig.10 Presumed mechanism o f  pyrolysis o f  tetralin 
treated coal at temperatures lower than 764 "C 
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